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To:  CHEMPROS CO., LTD.
Shihwa Industrial Complex 4Na 303
#1294-2 Jungwang-dong
Shiheung-si
Gyeonggi-do
Korea

The following merchandise was submitted and identified by the client as :

SGS File No. - AYAA13-00391
Product Name : CP 0S-100C
Item No./Part No. : N/A

Received Date :2013.01. 04

Test Period :2013.01.07 to 2013.01.11

Buyer(s) : SAMSUNG

Test Results : For further details, please refer to following page(s)

Test Performed : SGS Korea tested the sample(s) selected by applicant with following results.

SGS Korea Co., Ltd.

Timothy Jeon \Lﬂﬂ
Jinhee Kim
Cindy Park E ]
Jerry Jung/ Testing Person Jeff Jang / Chemical Lab Mgr
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Sample No. : AYAA13-00391.001
Sample Description : CP 0S-100C
Item No./Part No. :N/A
Materials : N/A
Heavy Metals
Test Items Unit Test Method MDL Results
Cadmium (Cd) mg/kg With reference to IEC 62321:2008, ICP 0.5 N.D.
Lead (Pb) mg/kg With reference to IEC 62321:2008, ICP 5 N.D.
Mercury (Hg) mg/kg With reference to IEC 62321:2008, ICP 2 N.D.
Hexavalent Chromium (Cr VI) mg/kg With reference to IEC 62321:2008, UV-VIS 1 N.D.
Flame Retardants-PBBs/PBDEs
Test Items Unit Test Method MDL Results
Monobromobipheny! mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Dibromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Tribromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Tetrabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Pentabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Hexabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Heptabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Octabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Nonabromobiphenyl mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Decabromobipheny! mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Monobromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Dibromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Tribromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Tetrabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Pentabromodiphenyl! ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Hexabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Heptabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Octabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Nonabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Decabromodiphenyl ether mg/kg With reference to IEC 62321:2008, GC-MS 5 N.D.
Halogen Content
NOTE: 1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) Negative = Undetectable / Positive = Detectable
(6) ** = Qualitative analysis (No Unit)
(7) * = Boiling-water-extraction:
Negative = Absence of CrVI coating
Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction
solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
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Sample No. : AYAA13-00391.001

Sample Description : CP 0S-100C
Item No./Part No. :N/A
Materials : N/A

Halogen Content

Test Items Unit Test Method MDL Results
Bromine(Br) mg/kg BS EN 14582:2007 , IC 30 N.D.
Chlorine(Cl) mg/kg BS EN 14582:2007 , IC 30 332
Fluorine(F) mg/kg BS EN 14582:2007 , IC 30 N.D.
lodine(l) mg/kg BS EN 14582:2007 , IC 50 N.D.

Picture of Sample as Received:

AYAA13-0039

NOTE:
(1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) Negative = Undetectable / Positive = Detectable

(6) ** = Qualitative analysis (No Unit)

(7) * = Boiling-water-extraction:
Negative = Absence of CrVI coating
Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction
solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
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Testing Flow Chart for RoHS:Cd/Pb/Hg/Cr®* /PBBs&PBDEs Testing

6+ 6+
Cd/Pb/Hg PBBs/PBDEs Cr Cr
Mechanic_Sample Mechanic_Sample Mechanic_Sample Mechanic_Sample
Sample Measurement || Sample Measurement Sample Measurement Sample Measurement
Acid Digestion with Solvent Extraction Nonmetallic Material Metallic Material
Microwave/Hotplate of the Sample
) - - Spot Test / Boiling
Clean-up with Florisil Adding Extraction Solution Water Extraction
Filtration Column |
Heating to 90~95°C o :‘\ddi:lg 165- y
; iphenylcarbazide
Residue Concentration/Dilution for Extraction for Cpolor)I,)eveIopment
of Extraction Solution
Filtration and pH Adjustment
Total Digestion Filtration A Red Color Indicates
Adding 1,5-Diphenylcarbazide| | the Presence of CrVI
for Color Development
ICP-AES/AAS/MS GC/MS
Confirm
UV-Vis with UV-Vis
DATA DATA
DATA DATA

The samples were dissolved totally by pre-conditioning method according to above flow chart for Cd,Pb,Hg.
Section Chief : Gilsae Yi

NOTE: (1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) Negative = Undetectable / Positive = Detectable
(6) ** = Qualitative analysis (No Unit)
(7) * = Boiling-water-extraction:
Negative = Absence of CrVI coating
Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction
solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
i s omtets. a-cocurmenL i, Avorion e rau 0 Iialon o sy, mdsrTicston and LedHon vt eTed urem. A holder of e doaument s Sascd nl Hlmehon coniioad ecac eeci o Companys g a i e of i et ony and i s s of Chenta peivetons
any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and under the This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration,
forgery or of the content or of this document is unlawful and offenders may be prosecuted to the fullest extent of the law

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 90 days only.

322, The O valley, 555-9, Hogye-dong, Dongan-gu, Anyang-si, Gyeonggi-do, Korea 431-080
SGS Korea Co.,Ltd. t +82 (0)31 4608 000 f +82 (0)31 4608 059 http://www.sgslab.co.kr ,www.kr.sgs.com/greenlab

F052 Version5 [

Member of the SGS Group (Société Générale de Surveillance)




SGS

Test Report No. Fe90101/LF-cTSAYAA13-00391 Issued Date: 2013.01. 11 Page 5 of 5

Flow Chart for Halogen Test

Sample screening using XRF.

Liquid containing water(>80%)? Yes

Nlo

Weigh the samples into the combustion boat.

Add absorption solution into the bomb or tube.

Admit O2 gas or O2 +Ar2 gas and start the combustion.

Dilute
the solution
(EPA300)

Allow during absorption of the burnt gas.

Analyze absorbed solution using lon Chromatography.

Data

*k%k End *kk

NOTE:
© (1) N.D. = Not detected.(<MDL)

(2) mg/kg = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) Negative = Undetectable / Positive = Detectable

(6) ** = Qualitative analysis (No Unit)

(7) * = Boiling-water-extraction:
Negative = Absence of CrVI coating
Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction
solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
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