Signature Not Verified

SG S www.sgs.cem.tw

iR E4F 2
Test Report

2 LR ERG AP (5#) / NAN YA PLASTICS CORPORATION (TAIWAN)

(2 T T FHHCH J.)p *32 & / NAN YA ELECTRONIC MATERIALS (KUNSHAN) CORP., LTD.)

(3 TRFHACE)F T2 / NAN YA ELECTRONIC MATERIALS (HUIZHOU) CORP., LTD.)

e R e n‘Lﬁ{;ZOI%i / 201 TUNG HWA NORTH ROAD, TAIPEI, TAIWAN

(T@Rg B Lk £i1a B20150 / 201 CHANG JIANG ROAD(S) KUNSHAN ECONOMIC &

TECHNICAL DEVELOPMENT ZONE, JIANG SU)

(B4R RR 7 A4 % <3 / YONGSHI BOULEVARD SHIWAN TOWN BOLUO COUNTY HUIZHOU CITY GUANG DONG)

5.5 (No. ) : CE/2019/B0560 p ¥ (Date) : 2019/11/11 7 #<(Page): 1 of 40

M RIGEE S Y ¥ R E T 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
Siﬁf&'r’é‘ (Sample Submitted By) : LAY ERG L@ (NAN YA PLASTICS CORPORATION)
¢ #-(Sample Description) : LAMINATE (UL E98983)
Jf?\ £ "'] #.(Style/Item No. ) : NP-140R/NP-140TL
% i /%7 ¥ 545 (Buyer/Order No.) : 9903312
J i p # (Sample Receiving Date) : 2019/11/05
B2 (Testing Period) : 2019/11/05 to 2019/11/11

B3 g F(Test Requested) :
(1) #3% % = 45 %> %% RolS2011/65/EU Annex 1% H 2374y 4 (EU) 2015/863R15# 4% ~ &~ & ~ = 48 ~ 5 8MF ~ 5 L0 3,
DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents
in the submitted sample(s).)

(2) 2w plzEm P L™ - F . (Please refer to next pages for the other item(s).)

BEE S (Test Results) : #45BT - % (Please refer to following pages).
%# (Conclusion) (1) R4pE 2o eenth S B4~ 40~ & ~» B4~ 583 % ~ 589 %m, DBP, BBP, DEHP, DIBP:#

I3RS % 1 £RolSH, 4 F(EU) 2015/8632 i & &, (Based on the performed tests on
submitted sample(s), the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs,
DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending Directive (EU)
2015/863.)
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P38 % % (Test Results)

B:E2% = (PART NAME)No. 1 494 /494 3 (COPPER/BROWN SHEET)
B3 7 'Y Rl 5 O
B3 (ad 73%‘-5;‘ [
e ¥ Result T
(Test Items) (Unit) (Method) L | ;sul ) (Limit)
o.
4% / Cadmium (Cd) mg/kg [%% IEC 62321-5 (2013) » M@ &8 & %‘:’]\' 2 n. d. 100
8k 3% kR, / With reference to
4 / Lead (Pb) mg/kg |IEC 62321-5 (2013) and performed by 9 5.93 1000
ICP-OES.
& / Mercury (Hg) mg/kg | %% IEC 62321-4:2013+AMD1:2017 » »2 g Ji& 2 n. d. 1000
e TR &R,/ Vith
reference to IEC 62321~
4:2013+AMD1:2017 and performed by ICP-
OES.
+ % 4% / Hexavalent Chromium Cr(VI) mg/kg | %% IEC 62321-7-2 (2017) » ~UV-VISt 8 n. d. 1000

#l. / With reference to IEC 62321-7-2
(2017) and performed by UV-VIS.

4 / Beryllium (Be) mg/kg |4+ US EPA 3052 (1996) » 1 g f48 & Zﬁ 2 n. d.
k3 iR Rl. / With reference to US
EPA 3052 (1996). Analysis was
performed by ICP-OES.

25637-99-4 and 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))

% v 4L / Beryllium oxide (BeO) mg/kg |d 4% %38 ®F2 . / Calculated from 2 (A) n.d. -
the result of Beryllium.

A TR %A T ARSI E s / mg/kg | %% 1EC 62321 (2008) » 2§ 4p K 47/ F 3% 5 n. d. -

Hexabromocyclododecane (HBCDD) and all %¥ . / With reference to IEC 62321

major diastereoisomers identified (a- (2008). Analysis was performed by

HBCDD, B- HBCDD, ¢ - HBCDD) (CAS No. : GC/MS.
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I B 3 Bl 2 : R
(Test Items) (Unit) (Method) iDL (R;SUit) (Limit)
o.
®& ¢ / Polyvinyl chloride (PVC) Xk (i kE L TR M5 F £ 4B/ Analysis - Negative -
was performed by FTIR and FLAME Test.
# / Arsenic (As) (3%2) mg/kg | %% SGSp ¥R ;= RSTS-EE-SVHC-007 » 12 g 50 n. d. -
Tedm & T RE sk &igpl. / SGS In-
House method-RSTS-EE-SVHC-007.
Analyzed by ICP-OES.
I 5 itz # / Diarsenic pentaoxide (Asz0s)| mg/kg 50 (A)| n.d. -
(CAS No. : 1303-28-2) d R % ¥ @2/ Calculated from the
Z % - / Arsenic trioxide (As,03) mg/kg |[result of Arsenic. 50 (A)| n.d -
(CAS No. : 1327-53-3)
7 / Boron (B) (3%2) mg/kg %4 SGSp % = ;£ RSTS-EE-SVHC-007 » 2 g 50 n. d. -
Tedm & T ok &igrl. / SGS In-
House method-RSTS-EE-SVHC-007.
Analyzed by ICP-OES.
#a: / Boric acid (CAS No.: 10043-35- mg/kg 50 (A)| n.d. -
3; 11113-50-1)
& ke epg - 4%/ Disodium tetraborate, | mg/kg 50 (A)| n.d. -
anhydrous (CAS No. : 1303*96*4, 1330- d Eﬂ;%%—\:u__% Bz / Calculated from
43-4, 12179-04-3) the result of Boron.
'k & mrpidh / Tetraboron disodium mg/kg 50 (A)| n.d. -
heptaoxide, hydrate (CAS No.: 12267-
73-1) (*%2)
=7 &4 / Tributyl Tin (TBT) mg/kg |44 150 17353 (2004) - 12 5 4p k& 45 th/ X 0.03 n.d. -
= ¥ #4 / Triphenyl Tin (TphT) mg/kg [k B Rl B el / With reference to | 0.03 n. d. -
= 7 A4 / Dibutyl Tin (DBT) mg/kg [ISO 17353 (2004). Analysis was 0.03 n.d. -
= % A4 / Dioctyl Tin (DOT) mg/kg |performed by GC/FPD. 0.03 n. d. -
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ether (EGDME) (CAS No.: 110-71-4)

2%
PRI P ¥ RIS 2 Resulty| “UE
t
(Test Items) (Unit) (Method) L ;sul ) (Limit)
o.
24 =R / Perfluorooctane sulfonates | mg/kg |4 % US EPA 3550C (2007) » 2% L RVA Y 10 n. d. -
(PFOS-Acid, Metal Salt, Amide) # &k pl. / With reference to US EPA
>4 3 / PFOA (CAS No.: 335-67-1) mg/kg |3550C (2007). Analysis was performed 10 n. d. -
by LC/MS.
2-[2-%3#-3 5 = -7 AFRA]-FL = ek mg/kg |4+ US EPA 3550C (2007) » 12 4 4p & 47/ FF 5 n. d. -
(% # #2e#320) / 2-benzotriazol-2-yl1- # &k pl. / With reference to US EPA
4, 6-di-tert-butylphenol (UV-320) (CAS No. : 3550C (2007). Analysis was performed
3846-71-17) by GC/MS.
= % f“ 4 / Cobalt dichloride (CAS No.: | mg/kg | %% SGSp % ;# RSTS-EE-SVHC-007 » 12 g 50 n. d. -
7646-79-9) iRt R ’]\"sf s+ &P / SGS In-
House method-RSTS-EE-SVHC-007.
Analyzed by ICP-OES.
% % %% / Polychlorinated Biphenyls mg/kg 0.5 n.d. -
(PCBs) (CAS No. : 1336-36-3)
% % 2 / Polychlorinated Naphthalene mg/kg | | ~ 5 n.d. -
(PCNs) %?US-EPA/S\??OE (2?07) RS #%g ::‘[r)}/\%"
5% = #% / Polychlorinated mg/kg At tth reference to 0.5 n. d. -
3550C (2007). Analysis was performed
Terphenyls (PCTs) by GC/MS
4k Y o / Alkanes, C10-13, chloro | mg/kg ' 100 n. d. -
(Short Chain Chlorinated Paraffins)
(CAS No. : 85535-84-8)
= (2-% F e A / Bis(2-methoxyethyl) mg/kg 10 n. d. -
ether (CAS No.: 111-96-6) %% US EPA 3550C (2007) » r2 & 4p A 45/ 5
N,N-= # & e ppr= / N, N-dimethylacetamide mg/kg | &k¥&#®]. / With reference to US EPA 10 n. d. -
(DMAC) (CAS No. : 127-19-5) 3550C (2007). Analysis was performed
v = @ = @t/ Ethylene glycol dimethyl mg/kg by GC/MS. 10 n d. -
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25
e ¥ I 2 : "L
(Tesj‘: Itens) (Unit) (hi;thod) DL (R;S”it) (Linit)
0.
% 5.9 ¥ %4 / Sum of PBBs mg/kg - n. d. 1000
- %5 % / Monobromobiphenyl mg/kg ) n. d. -
= %% % / Dibromobiphenyl mg/kg 5 n. d. -
285 % / Tribromobiphenyl mg/kg 5 n. d. -
» ;4.5 % / Tetrabromobiphenyl mg/kg 5 n. d. -
I %% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %% ¥ / Hexabromobiphenyl mg/kg 5 n. d. -
= %% % / Heptabromobipheny!l mg/kg 5 n. d. -
~ 48 % / Octabromobiphenyl mg/kg 5 n. d. -
1 4% % / Nonabromobiphenyl mg/kg 5 n.d. -
+ %% % / Decabromobiphenyl mg/kg 5% 1EC 62321-6 (2015) » vt 4n & 47/ 3% R 5 n. d. -
T RRTRAT /S of POOES g | /T reference to IEC 620216 2015) | ——— 3T,
- %5 ¥ p / Monobromodiphenyl ether mg/kg 5 n. d.
Z %5 ¥ @ / Dibromodiphenyl ether mg/kg 5 n. d. -
Z % ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d. -
= ;5.7 ¥ @ / Tetrabromodiphenyl ether mg/kg 5 n. d. -
I 4.5 ¥ ./ Pentabromodiphenyl ether mg/kg 5 n. d. -
+ 5.5 ¥ @ / Hexabromodiphenyl ether mg/kg 5 n. d. -
= 57 ¥ p / Heptabromodiphenyl ether mg/kg 5 n. d. -
A 5.3 ¥ e/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 :%.9% ¥ i / Nonabromodiphenyl ether mg/kg 5 n. d. -
5.5 ¥ @/ Decabromodiphenyl ether mg/kg 5 n. d. -
% 5= ¥ Ay / Dimethyl Fumarate (CAS | mg/kg |%%US EPA 3550C (2007) >y 4n K 5/ 3% % 0.1 nd. -
0.: 624-49-7) #ikl. / With reference to US EPA 3550C
(2007). Analysis was performed by GC/MS.

Bape=z (2-% ¢ #&)fa / Tris (2- mg/kg %% US EPA 3550C (2007) » 12 4 48 % 47/ # & 5 n. d. -
chloroethyl) phosphate (TCEP) (CAS #ikl. / With reference to US EPA 3550C
No. : 115-96-8) (2007). Analysis was performed by GC/MS.
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# LT
# LT

25
Bl3EE P ¥ R Ree "L
esult
(Test Items) (Unit) (Method) L€ o~ ) (Limit)
o.
Bipe = (1-% -2-p AA)fq / Tris(1-chloro- | mg/kg [%%US EPA 3550C (2007) » »4 F 4p & 47/ F 3% & 5 n. d. -
2-propyl) phosphate (TCPP) (CAS No. : ##. / With reference to US EPA 3550C
13674-84-5) (2007). Analysis was performed by GC/MS.
ez (1,3-- # 25 A)fs / Tris(l, 3- mg/kg | %% US EPA 3550C (2007) » 2 5 4p & 45/ 5 3% & 5 n.d. -
dichloro-2-propyl )phosphate (TDCPP) ##. / With reference to US EPA 3550C
(CAS No. : 13674-87-8) (2007). Analysis was performed by GC/MS.
Bife= (= ® ¥)fAy / Trixylyl phosphate | mg/kg [%%US EPA 3550C (2007) > v f 4n & 47/ F 3% & 25 n. d. -
(TXP) (CAS No. : 25155-23-1) ##. / With reference to US EPA 3550C
(2007). Analysis was performed by GC/MS.
HHEIAFE / 34 / 4-(1,1,3,3- mg/kg | %% US EPA 3550C (2007) » r4ikdp & 45/ F ¥ & 10 n.d. -
tetramethylbutyl) phenol, (4-tert- ##. / With reference to US EPA 3550C
Octylphenol) (CAS No.: 140-66-9) (2007). Analysis was performed by LC/MS.
% % / Asbestos
B4 7% / Actinolite % - Negative -
(CAS No. : 77536-66-4)
s ER(RER) /A it % - N ti -
?ﬁCAS NS- 121%27731?(;1 : " | %4 TPA 600/R-93/116 (1993) / = WA ceative
- — - (SM), ~4c ¢ 5% ik Bacse (DS-PLM) 2 Xk 4% -
#= & 24w / Anthophyllite % stk A 452 (XRD) / With reference to EPA - Negative -
(CAS No. : 77536-67-5) 600/R-93/116 (1993). Analysis was performed
BEH( F4) / Chrysotile % by Stereo Microscope (SM), Dispersion - Negative -
(CAS No. : 12001-29-5) Staining Polarized Light Microscope (DS-
_% 7 % / Crocidolite " P(’I)Egl)))and X-ray Diffraction Spectrometer ~ Negative ~
(CAS No. : 12001-28-4) '
HP 4 / Tremolite % - Negative -
(CAS No. : 77536-68-6)
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PRI P E RIS % Resul R
t
(Test Items) (Unit) (Method) L ;sul ) (Limit)
0.

®§ (AZO)
1): 4-% &£ = ¥ / 4-AMINODIPHENYL (CAS mg/kg | %% LFGB 82.02-2 (2013) » 5 4p K 47/ F 3% & 3 n. d. -
No. : 92-67-1) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
2): mi% %= / BENZIDINE (CAS No.: 92- mg/kg |54 LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
87-5) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
3): 4-% ™ ¥ / 4-CHLORO-0- mg/kg |54 LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
TOLUIDINE (CAS No. : 95-69-2) #iBl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
4): 2-%% / 2-NAPHTHYLAMINE (CAS No. : | mg/kg |53 LFGB 82.02-2 (2013) » 2 5 4p & 47/ 5 3% & 3 n. d. -
91-59-8) ¥ipl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
5): #iz -9 Aiwg /0 mg/kg |54 LFGB 82.02-2 (2013) » 5 4p K 47/ F 3% & 3 n. d. -
AMINOAZOTOLUENE (CAS No. : 97-56-3) ##l. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
6): A AHT ¥z / 2-AMINO-4- mg/kg | %% LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
NITROTOLUENE (CAS No. : 99-55-8) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
T): ¥t% ¥ %= / P-CHLOROANILINE (CAS mg/kg |54 LFGB 82.02-2 (2013) » 1 & 4p K 47/ F 3% & 3 n. d. -
No.: 106-47-8) ¥ . / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
8): 4-" F K-F ¥ -/ 2 4- mg/kg | %% LFGB 82.02-2 (2013) » 4 4p & 47/ 5 3% & 3 n. d. -
DIAMINOANISOLE (CAS No. : 615-05-4) ##l. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
9: 4,4 - FH-F" % /4,4~ mg/kg | %4 LFGB 82.02-2 (2013) » 4§ 40 & 47/ 1 ¥ & 3 n. d. -
DIAMINODIPHENYLMETHANE (CAS No. : 101- #i#l. / With reference to LFGB 82.02-2
77-9) (2013). Analysis was performed by GC/MS.
10): 3,3 - #m¥s= /3,3 - mg/kg %% LFGB 82.02-2 (2013) - » & Ak 47/ F ¥ & 3 n.d. -

DICHLOROBENZIDINE (CAS No. : 91-94-1)

B, / With reference to LFGB 82.02-2
(2013). Analysis was performed by GC/MS.
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11): 3,3 -7 % Amsmw /3,3 - mg/kg | %% LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
DIMETHOXYBENZIDINE (CAS No. : 119-90-4) t&irl. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
12): 3,3 = " gAmsie / 3,3 - mg/kg |54 LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
DIMETHYLBENZIDINE (CAS No. : 119-93-7) #i#l. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
13): 3,3 =" &AL -5 A% %/ mg/kg %% LFGB 82.02-2 (2013) » 14 4 40 & 47/ 3# & 3 n. d. -
3,3 -DIMETHYL-4, 4 -DIAMINODIPHENYLMETHANE ¥ipl. / With reference to LFGB 82.02-2
(CAS No. : 838-88-0) (2013). Analysis was performed by GC/MS.
14): 2-7 § A-5-7 A% / P-CRESIDINE (2- | mg/kg |%+LFGB 82.02-2 (2013) » v & 48 A& 45/ F 3# % 3 n. d. -
METHOXY-5-METHYLANILINE) (CAS No. : 120-71- ¥ipl. / With reference to LFGB 82.02-2
8) (2013). Analysis was performed by GC/MS.
15): 4,4 -39 A (F %) /4,4 - mg/kg %% LFGB 82.02-2 (2013) - & An K 47/ F 3# & 3 n. d. -
METHYLENE-BIS- (2-CHLOROANILINE) (CAS #ikl. / With reference to LFGB 82.02-2
No. : 101-14-4) (2013). Analysis was performed by GC/MS.
16): 4,4 -5 v x5 / 4,4 - mg/kg | %% LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
OXYDIANILINE (CAS No.: 101-80-4) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
17): 4,4 - ¥z / 4,4 - mg/kg | %% LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
THIODIANILINE (CAS No. : 139-65-1) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
18): #8® %92 / O-TOLUIDINE (CAS No. : mg/kg | %% LFGB 82.02-2 (2013) » 5 4p K 47/ F 3% & 3 n. d. -
95-53-4) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
19): 2,4z &£° % / 2,4- mg/kg |54 LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
TOLUYLENEDIAMINE (CAS No. : 95-80-7) ##. / With reference to LFGB 82.02-2

(2013). Analysis was performed by GC/MS.
20): 2,4,5-= % A ¥m= / 2.4, 5- mg/kg | %% LFGB 82.02-2 (2013) » 1 5 4p & 47/ F 3% & 3 n. d. -

TRIMETHYLANILINE (CAS No. : 137-17-T7)

B, / With reference to LFGB 82.02-2
(2013). Analysis was performed by GC/MS.
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21): = § A ¥ / O-ANISIDINE (CAS | mg/kg |%+LFGB 82.02-2 (2013) > 2 f #p k& 47/ 3% & 3 n. d. -
No. : 90-04-0) #iBl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
22): ¥z A ®F ¥ / 4-AMINOAZOBENZENE mg/kg |54 LFGB 82.02-2 (2013) » 1 5 4p K 47/ F 3% & 3 n. d. -
(CAS No. : 60-09-3) #iBl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
23): 2,4-= 7 A ¥ / 2,4-XYLIDINE mg/kg | %% LFGB 82.02-2 (2013) » & 4p K 47/ F 3% & 3 n. d. -
(CAS No. : 95-68-1) #iBl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
24): 2,6-= 7 A ¥ / 2,6-XYLIDINE mg/kg | %% LFGB 82.02-2 (2013) » 1 & 4p K 45/ F 3% & 3 n. d. -
(CAS No. : 87-62-7) #iBl. / With reference to LFGB 82. 02-2

(2013). Analysis was performed by GC/MS.
& & #1v$ / HFCs (Hlydrofluorocarbon)
& & giv¥ (HFC)-23 (CHF3) (CAS No. : mg/kg 1 n. d. -
75-46-T)
& & ¥ (HFC)-32 (CH2F2) (CAS No. : mg/kg 1 n. d. -
75-10-5)
& & ¥ (HFC)-41 (CH3F) (CAS No. : mg/kg 1 n. d. -
593-53-3)
i & picd (HFC)-43-10mee (CH2FI0) | me/ke |s 4 ys gpa 50214 (2014) vt do ks i/ sk |1 | nd | =
& & g i-t (HFC)-125 (C2HF5) mg/kg [#l. / With reference to US EPA 5021A 1 n. d. -
4 & ity (HIFC)-134 (C2H2F4) mg/kg |(2014). Analysis was performed by GC/MS. 1 n. d. -
i Z piv ¥ (HFC)-134a (CH2FCF3) (CAS mg/kg 1 n. d. -

: 811-97-2)

i ik?‘('“«f” (HFC)-143 (CH3F3) mg/kg 1 n. d. -
4 & piiv$ (HFC)-143a (CH3F3) mg/kg 1 n. d. -
4 & piiv$ (HFC)-152a (C2H4F2) (CAS mg/kg 1 n. d. -
No.: T75-37-6)
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& & piv-¥ (HFC)-227ea (C3HFT7) (CAS mg/kg 1 n. d. -
No. : 431-89-0)
i iki&'“ ¥ (HFC)-236fa (C3H2F6) mg/kg 1 n. d. -
% IEVE 2 ; ¥ %
i wuwﬁ» (HFC)-236ea (C3H2F6) (CAS | mg/kg | %7 US EPA 50214 (2014) > » F 40 47/ s & [ n.d. -
B, / With reference to US EPA 5021A
No. : 431-63-0) (2014). Analysis was performed by GC/MS
T L 7 (IFC)-2dbca (C3M3F5) ng/ke S P v 1 n. d. -
4 & piiv$ (HFC)-245fa (C3H3F5) mg/kg 1 n. d. -
4 & piiv$ (HFC)-36bmfc (C4H5F5) mg/kg 1 n. d. -
> & ptv$% / PFCs (Perfluorocarbon)
» & ? % / F14 (CAS No.: 75-73-0) mg/kg %% US EPA 5021A (2014) - 4§ An K 47/ F 3% & 1 n. d. -
B, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
= & ¢ = / Fluorocarbon 116 (CAS No. : mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n.d. -
76-16-4) #iBl. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
~ & = / Freon 218 (CAS No.: 76-19- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 47/ 5 3% & 1 n.d. -
D) #iRl. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
-+ 4 7 '= / Decafluorobutane (CAS No.: | mg/kg |%%US EPA 5021A (2014) - r2 5 4p K 47/ 7 3¥ & 1 n.d. -
355-25-9) ¥, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
N & BT % / Freon C318 (CAS No.: 115- | mg/kg %% US EPA 5021A (2014) » v 5 4p K 45/ 5 3% & 1 n d. -
25-3) #iBl. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
#4-1-7% / Perfluor-1-butene (CAS mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n.d. -

0.: 357-26-6) ¥, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
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»4 %7 % / perfluorisobutene (CAS mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n.d. -
0.: 382-21-8) # B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,4-- 4 ~4 7% / 1,4- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n. d. -
dihydrooctaf luorobutane (CAS No.: 377- t&irl. / With reference to US EPA 5021A
36-6) (2014). Analysis was performed by GC/MS.
2-24 9 A7 *% / nonafluor-2- mg/kg |53 US EPA 5021A (2014) » 1 5 4p K 47/ 5 3% & 1 n. d. -
(trifluoromethyl)butane (CAS No.: 594-91-2) B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
> & ~4% / perfluoro-n—pentane (CAS No. : mg/kg %% US EPA 5021A (2014) - 5 A4n K 47/ F 3% & 1 n. d. -
678-26-2) B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
2-2& T AN/ 2- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n. d. -
perfluoromethylpentane (CAS No.: 355- ##. / With reference to US EPA 5021A
04-4) (2014). Analysis was performed by GC/MS.
>4 = % / perfluorohexane (CAS No.: 355- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n. d. -
42-0) B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
% ##1 % / CFCs (Chlorofluorocarbons)
Group 1
i # s iv ¥ (Chlorofluorocarbon)-11 mg/kg 1 n.d. -
(CAS No. : 75-69-4)
i # s iv ¥ (Chlorofluorocarbon)-12 mg/kg 1 n.d. -
(CAS No. : 75-71-8) o ~ )

sy Il 9 =3 1%

# % m - $ (Chlorofluorocarbon)-113 mg/kg |72 Us EP}.\ S021A (2014) » v f 47 & 47/ ¥ & 1 n. d. -
(CAS No. : 76-13-1) B, / With reference to US EPA 5021A
—— o - (2014). Analysis was performed by GC/MS.
i # s v ¥ (Chlorofluorocarbon)-114 mg/kg 1 n.d. -
(CAS No. : 76-14-2)
i # s v $ (Chlorofluorocarbon)-115 mg/kg 1 n.d. -
(CAS No. : 76-15-3)
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Group II1
i # s v $ (Chlorofluorocarbon)-13 mg/kg 1 n.d. -
(CAS No. : 75-72-9)
4 # s v ¥ (Chlorofluorocarbon)-111 mg/kg 1 n.d. -
(CAS No. : 354-56-3)
i # s v ¥ (Chlorofluorocarbon)-112 mg/kg 1 n.d. -
(CAS No. : 76-12-0)
4 # s v ¥ (Chlorofluorocarbon)-211 mg/kg 1 n.d. -
(CAS No. : 422-78-6)
i # s v ¥ (Chlorofluorocarbon)-212 mg/kg L e 1 n.d. -
(CAS No. : 3182-26-1) %% US EPA 5021A (2014) > 1 & 4 K 45/ F 3% &
— #iBl. / With reference to US EPA 5021A
& & g+ 4 (Chlorofluorocarbon)-213 mg/kg (2014). Analysis was performed by GC/MS. 1 n.d. N
(CAS No. : 2354-06-5)
i # s v ¥ (Chlorofluorocarbon)-214 mg/kg 1 n.d. -
(CAS No. : 29255-31-0)
i # s v $ (Chlorofluorocarbon)-215 mg/kg 1 n.d. -
(CAS No. : 4259-43-2)
i # s iv ¥ (Chlorofluorocarbon)-216 mg/kg 1 n.d. -
(CAS No. : 661-97-2)
i # s v ¥ (Chlorofluorocarbon)-217 mg/kg 1 n.d. -
(CAS No. : 422-86-6)
LFamiry / HCFCs
(Hydrochlorofluorocarbons)
L # & miv (HCFC)-21 (CAS No.: 75— mg/kg 1 n. d. -
43-4) P . .
45-6) (2014). Analysis was performed by GC/MS
L # & piv ¥ (HCFC)-31 (CAS No.: 593- mg/kg 1 n.d. -
70-4)
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2%
#3858 P ¥ e i i
(Test Items) (Unit) (Method) DL (R;SUit) (Limit)
o.
L # @ piv$ (HCFC)-121 (CAS No.: 3b54- | mg/kg 1 n. d. -
14-3)
L # @ piv ¥ (HCFC)-122 (CAS No.: 3b4- | mg/kg 1 n. d. -
21-2)
L # & piv ¥ (HCFC)-123 (CAS No.: 306- | mg/kg 1 n. d. -
83-2)
L # & miv¥ (HCFC)-124 (CAS No. : mg/kg 1 n. d. -
2837-89-0)
L # & piv ¥ (HCFC)-131 (CAS No.: 359- | mg/kg 1 n. d. -
28-4)
L # & piv¥ (HCFC)-132b (CAS No. : mg/kg 1 n. d. -
1649-08-7)
4 # & piiv ¥ (HCFC)-133a (CAS No.: 75- | mg/kg 1 n. d. -
88-7) )
— - : %4 US EPA 50214 (2014) » ™ § 40 & 45/ 5 3% % -
f”?i’fogjfé)*" (HCFC)-141b (CAS No. : M&/KE [/ With reference to 1S EP? 5021%; ! n.d.
— (2014). Analysis was performed by GC/MS.
% % & mtiv$ (HCFC)-142b (CAS No.: 75- | mg/kg 1 n. d. -
68-3)
i % & mtiv$ (HCFC)-221 (CAS No.: 422- | mg/kg 1 n. d. -
26-4)
i % & mtiv$ (HCFC)-222 (CAS No.: 422- | mg/kg 1 n. d. -
49-1)
% % & mtiv$ (HCFC)-223 (CAS No.: 422- | mg/kg 1 n. d. -
52-6)
% % & mtiv$ (HCFC)-224 (CAS No.: 422- | mg/kg 1 n. d. -
54-8)
L # & piiv ¥ (HCFC)-225ca (CAS No. : mg/kg 1 n. d. -
422-56-0)
L # & piv ¥ (HCFC)-225ch (CAS No. : mg/kg 1 n. d. -
507-55-1)
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KR 3
BIGEIE P > Bl 2 i e
¥ ¥ Result
(Test Items) (Unit) (Method) L ;sul ) (Limit)
o.

i % & mtiv$ (HCFC)-226 (CAS No.: 431- | mg/kg 1 n. d. -
87-8)
i % & mtiv$ (HCFC)-231 (CAS No.: 421- | mg/kg 1 n. d. -
94-3)
% % & mtiv$ (HCFC)-232 (CAS No.: 460- | mg/kg 1 n. d. -
89-9)
L # & miv¥ (HCFC)-233 (CAS No. : mg/kg 1 n. d. -
7125-84-0)
L # @ piv ¥ (HCFC)-234 (CAS No.: 425- | mg/kg 1 n. d. -
94-5)
4 # & piv ¥ (HCFC)-235 (CAS No.: 460- | mg/kg 1 n. d. -
92-4)
% % & mtiv$ (HCFC)-241 (CAS No.: 666- | mg/kg 1 n. d. -
27-3) )

P - —— %4 US EPA 5021A (2014) » 12§ 4p & 47/ F o -
2’3*; A4 (HOFC)-242 (CAS No. = 460~ | me/ke | ooy ™ it reference to US EPA 5021A I n.d.
— ;1 (2014). Analysis was performed by GC/MS.
ENE N S (HCFC)-243 (CAS No. : 460- | mg/kg 1 n.d. -
69-5)
L # amiv¥ (HCFC)-244 mg/kg 1 n. d. -
4 # @ piv ¥ (HCFC)-251 (CAS No.: 421- | mg/kg 1 n. d. -
41-0)
L # & piv ¥ (HCFC)-252 (CAS No.: 819- | mg/kg 1 n. d. -
00-1)
4 # & piv ¥ (HCFC)-253 (CAS No.: 460- | mg/kg 1 n. d. -
35-5)
% % & mtiv$ (HCFC)-261 (CAS No.: 420- | mg/kg 1 n. d. -
97-3)
% % & mtiv$ (HCFC)-262 (CAS No.: 421- | mg/kg 1 n. d. -
02-03)
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2%
BIGEIE P E Rl 3 ’ e
¥ ¥ Result
(Test Items) (Unit) (Method) L ;sul ) (Limit)
o.
# F# & miv$ (HCFC)-271 (CAS No.: 430- | mg/kg |4+ US EPA 5021A (2014) > r2 f #p & 47/ 3% ik 1 n. d. -
55-7) #iBl. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.
#4v (Halons)
#4%¢ (Halon)-1211 (CAS No.: 353-59-3) | mg/kg %4 US EPA 5021A (2014) » v § 4p A& 45/ 5 3% &% 1 n. d. -
4% (Halon)-1301 (CAS No.: 75-63-8) mg/kg [#:#]. / With reference to US EPA 5021A 1 n.d. -
74 (Halon)-2402 (CAS No.: 124-73-2) | mg/kg |(2011). Analysis was performed by GC/MS. 1 n.d. -
/47 = / Bromomethane (CAS No.: 74-83- | mg/kg |%%US EPA 5021A (2014) > ro Ap & 47/ 7 ik 1 n. d. -
9) #ikl. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

7 =2 & & &t / HBFCs
(Hydrobromof luorocarbons)
7w > it 4 h it (HBFC)-21B2 mg/kg 1 n. d. -
(CHFBr2) (CAS No. : 1868-53-7)
%2> &t 4 %t 4 (HBFC)-22B1 mg/kg 1 n.d. -
(CHF2Br) (CAS No.: 1511-62-2)
7w > it 4 4 it (HBFC)-31B1 mg/kg 1 n. d. -
(CH2FBr) (CAS No.: 373-52-4)
7w o> it 4 h it (HBFC)-121B4 mg/kg _ 1 n. d. -
(C2HFBr4) %% US EPA 5021A (2014) » 12 4 4p K A7/ F & &

= o n B, / With reference to US EPA 5021A
AR 2 A4 kit 4 (HBFC)-122B3 mg/Kg |(2014). Analysis was performed by GC/NS. 1 n.d. -
(C2HF2Br3)
7w > d)it & L it (HBFC)-123B2 mg/kg 1 n. d. -
(C2HF3Br2)
7w > it 4 h it (HBFC)-124B1 mg/kg 1 n. d. -
(C2HF4Br)
7w > it & 4 it (HBFC)-131B3 mg/kg 1 n. d. -

(C2H2FBr3)
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2%
B3R ¥ Bl 2 ’ L
(Te?sjté Iifms) (Unit) (?l\ieihod) MDL (R;SUit) (Limit)
o.
7w > )it & L it (HBFC)-132B2 mg/kg 1 n. d. -
(C2H2F2Br2)
7 x> dit 4 hit 5 (HBFC)-133B1 mg/kg 1 n. d. -
(C2H2F3Br)
7w > )it & L it (HBFC)-141B2 mg/kg 1 n. d. -
(C2H3FBr2)
7w o> dit 4 h it (HBFC)-142B1 mg/kg 1 n. d. -
(C2H3F2Br)
7w > dit 4 hit . (HBFC)-151B1 mg/kg 1 n. d. -
(C2H4FBr)
7w > dit & L it (HBFC)-221B6 mg/kg 1 n. d. -
(C3HFBr6)
7w > it A L it (HBFC)-222B5 mg/kg _ 1 n. d. -
(C3HF2Br5) %:“*:%"US/EV\ 3021/; (2014) » '{J;? EE;? ;r)gl%z;ﬂ %
A 2 A4 ki 4+ (HBFC)-223B4 mg/kg ﬁfﬁu. Arllzlyg?sexf/eelzcze;?ormed by GC/MS. 1 n.d. -
(C3HF3Br4)
o > it & L it (HBFC)-224B3 mg/kg 1 n. d. -
(C3HF4Br3)
7w > it & L it (HBFC)-225B2 mg/kg 1 n. d. -
(C3HF5Br2)
7w o> dit 4 h it (HBFC)-226B1 mg/kg 1 n. d. -
(C3HF6Br)
o > dit & L it (HBFC)-231B5 mg/kg 1 n. d. -
(C3H2FBr5)
7w o> it 4 h it (HBFC)-232B4 mg/kg 1 n. d. -
(C3H2F2Br4)
7w > dit A L it (HBFC)-233B3 mg/kg 1 n. d. -
(C3H2F3Br3)
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2%
B3R ¥ Bl 2 ’ L
(Te?sjté Iifms) (Unit) (?l\ieihod) MDL (R;SUit) (Limit)
o.
7w > it & L it (HBFC)-234B2 mg/kg 1 n. d. -
(C3H2F4Br2)
7w > it 4 h it 5 (HBFC)-235B1 mg/kg 1 n. d. -
(C3H2F5Br)
7w > it 4 4 it (HBFC)-241B4 mg/kg 1 n. d. -
(C3H3FBr4)
7w > it & L it (HBFC)-242B3 mg/kg 1 n. d. -
(C3H3F2Br3)
x> it & L it (HBFC)-243B2 mg/kg 1 n. d. -
(C3H3F3Br2)
%> &t 4 %t 4+ (HBFC)-244B1 mg/kg _ 1 n.d. -
(C3H3F4Br) 54 US EPA 50210 (2014) - #1 § 40 K45/ 1 3¥ ik
3 %R &k (IBRC)-25183 W2/KE ({5011, Analyers wos perforned by GoNs. | 1| MO | -
(C3H4FBr3)
o > it & L it (HBFC)-252B2 mg/kg 1 n. d. -
(C3H4F2Br2)
7w > dit 4 h it 5 (HBFC)-253B1 mg/kg 1 n. d. -
(C3H4F3Br)
7w o> it A L it (HBFC)-261B2 mg/kg 1 n. d. -
(C3H5FBr2)
7w > it 4 h it (HBFC)-262B1 mg/kg 1 n. d. -
(C3H5F2Br)
7w o> it 4 h it (HBFC)-271B1 mg/kg 1 n. d. -
(C3H6FBr)
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25
Bl3EE P ¥ R ’ "L
. MDL Result O
(Test Items) (Unit) (Method) ( ™ ) (Limit)
o.

% ivgg i*$ / CHCs (Chlorinate
hydrocarbon)
,LLL,2-= 52 / 1,1,1,2- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n. d. -
Tetrachloroethane (CAS No.: 630-20-6) . / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,1,1-= # 2 %% / 1,1, 1-Trichloroethane | mg/kg [% % US EPA 5021A (2014) » 12 5 #p k& 47/ # & 1 n.d. -
(CAS No. : T1-55-6) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,1,2,2-= %52 / 1,1,2,2- mg/kg |53 US EPA 5021A (2014) » 1 5 4p K 45/ 5 3% & 1 n. d. -
Tetrachloroethane (CAS No.: 79-34-5) # B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,1,2-= # ¢ *% / 1,1, 2-Trichloroethane | mg/kg [% % US EPA 5021A (2014) > 12§ #p k& 47/ # & 1 n.d. -
(CAS No. : 79-00-5) ¥, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,1-= # ¢ *2 / 1,1-Dichloroethane (CAS | mg/kg [% % US EPA 5021A (2014) » 12 5 #p k& 47/ # & 1 n.d. -
No. : 75-34-3) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
I,1-= & % / 1,1-Dichloroethene (CAS | mg/kg %% US EPA 5021A (2014) » r2 5 4p K 47/ & & 1 n.d. -
No. : 75-35-4) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
,L1-- %7 ’1% / 1, 1-Dichloropropene mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n.d. -
(CAS No. : 563-58-6) ¥, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
,2,3-28p*= /1,23 mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n. d. -
Trichloropropane (CAS No.: 96-18-4) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,2-= % ¢ = / 1,2-Dichloroethane (CAS | mg/kg [% % US EPA 5021A (2014) » 12 5 4p & 47/ # & 1 n.d. -
No. : 107-06-2) # B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
1,2-= # p*= / 1,2-Dichloropropane mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n. d. -
(CAS No. : 78-87-5) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
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KR 3
BIGEIE P > Bl 2 i e
’ ¥ Result
(Test Items) (Unit) (Method) L€ ;sul ) (Limit)
o.

1,3-= # p*= / 1, 3-Dichloropropane mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n. d. -
(CAS No. : 142-28-9) ¥, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

2,2-= % = / 2,2-Dichloropropane mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 47/ 5 3% & 1 n. d. -
(CAS No. : 594-20-7) ¥, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

% "% (w g i*p) / Carbon mg/kg %% US EPA 5021A (2014) - 5 An K 47/ F 3% & 1 n. d. -
tetrachloride (CAS No.: 56-23-5) ##. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

# ¢ % / Chloroethane (CAS No.: 75-00- | mg/kg [%%US EPA 5021A (2014) » v4 f 40 & 45/ F 3% &% 1 n. d. -
3) #i#l. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

% # / Chloroform (CAS No.: 67-66-3) mg/kg %% US EPA 50214 (2014) > »4 i 4p & 47/ 7 3# ik 1 n.d. -
B, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

% 7% / Chloromethane (CAS No.: 74- | mg/kg [%5US EPA 5021A (2014) » v/ 4p K 47/ §3# & 1 n.d. -
87-3) ##. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

F1.2- § ¢ % / cis 1.2 mg/kg | %+ US EPA 5021A (2014) » 2§ 447/ F sk | 1 n. d. -

Dichloroethene (CAS No. : 156-59-2) ##. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

E-1,3- & f5 )1% / cis-1, 3- mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n.d. -

Dichloropropene (CAS No.: 10061-01-5) # B, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

- ;fT =% / Hexachlorobutadiene (CAS | mg/kg |%%US EPA 5021A (2014) - r2 5 4p % 47/ J3¥ & 1 nd. -
: 87-68-3) ¥, / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

= % " % / Dichloromethane (CAS No. : mg/kg %% US EPA 5021A (2014) - & An K 47/ F 3% & 1 nd. -
75-09-2) ¥i8l. / With reference to US EPA 5021A
(2014). Analysis was performed by GC/MS.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at |

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com/en/terms-and-conditions/terms-e-document. Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties
to atransaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan / 25
t+886 (02)2299 3939 {+886 (02)2299 3237 WwW.S0S.COM.tw

Member of the SGS Group




SGS

IR 4E 2
Test Report
LRI ERFG AP (0
(% & T3 HR(x J.)wma

.75 (No. )

RE SRR At

: CE/2019/B0560

#) / NAN YA PLASTICS CORPORATION (TAIWAN)

/ NAN YA ELECTRONIC MATERIALS (KUNSHAN) CORP.,
(3 TR+ HACEA)F T2 / NAN YA ELECTRONIC MATERIALS (HUIZHOU) CORP.,
11{;201% / 201 TUNG HWA NORTH ROAD, TAIPEI,

p ¥ (Date) : 2019/11/11

LTD. )
LTD. )
TAIWAN

(T@Rg B Lk £i1a B20150 / 201 CHANG JIANG ROAD(S) KUNSHAN ECONOMIC &

TECHNICAL DEVELOPMENT ZONE, JIANG SU)

T #(Page): 20 of 40

(B4R RR 7 A4 % <3 / YONGSHI BOULEVARD SHIWAN TOWN BOLUO COUNTY HUIZHOU CITY GUANG DONG)

25
Bl3EE P ¥ R ’ L
. MDL Result O
(Test Items) (Unit) (Method) ( o~ ) (Limit)
o.

= % ¢ % / Tetrachloroethene (CAS No.: | mg/kg %% US EPA 5021A (2014) » 12 5 4p K 47/ & & 1 n.d. -
127-18-4) # B, / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
F-1,2-2 &% ¢ % / trans-1, 2- mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 47/ 5 3% & 1 n. d. -
Dichloroethene (CAS No. : 156-60-5) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
F-1,3-= 4 % / trans-1, 3- mg/kg |53 US EPA 5021A (2014) » 5 4p K 45/ 5 3% & 1 n. d. -
Dichloropropene (CAS No.: 10061-02-6) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
= 4% ¢ % / Trichloroethylene (CAS No.: | mg/kg %% US EPA 5021A (2014) » 12 4 4p K 47/ & & 1 n.d. -
79-01-6) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
= & v 72 / Sulfur Hexafluoride (SF6) mg/kg |53 US EPA 5021A (2014) » 0 5 4p K 45/ 5 3% & 1 n.d. -
(CAS No. : 2551-62-4) ##. / With reference to US EPA 5021A

(2014). Analysis was performed by GC/MS.
N-F A ¥ ¥ %402, 4,4-2 7 A% 0F s | mg/kg | %% US EPA 3550C (2007) » v 4p & 47/ 3 ik 100 n. d. -
# / Benzenamine, N-phenyl-, reaction B, / With reference to US EPA 3550C
products with styrene and 2,4, 4- (2007). Analysis was performed by GC/MS.
trimethylpentene (BNST) (CAS No.: 68921-45-
D)
2-(2 -3 K-35 - K-~ AFA)FL = ek mg/kg | %% US EPA 3550C (2007) » 2 5 4p & 47/ 5 3% ik b n. d. -
(% b sz #328) / 2-(2H-benzotriazol-2- ¥i8l. / With reference to US EPA 3550C
y1)-4, 6-ditertpentylphenol (UV-328) (CAS (2007). Analysis was performed by GC/MS.
No. : 25973-55-1)
= % #4 / Dioctyl Tin (DOT) mg/kg | %% SGSp #% = ;2 RSTS-EE-SVHC-007 > 2 5 #p K 45| 231 n. d. -

/R R
/ SGS In-House method-RSTS-EE-SVHC-007
Qualitative by GC/MS. Quantitative by
GC/FPD.

CF AR R/ LR R R E TR
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3 A2 A Al B & / 2- mg/kg [¢ = F AP RIBEEEFH® 2. / Calculated 231 n. d. -
ethylhexyl 10-ethyl-4, 4-dioctyl-T-oxo-8- from the result of DOT. (A)
oxa-3, b-dithia-4-stannatetradecanoate
(DOTE) (CAS No. : 15571-58-1)
H % 347 / MonooctylTin (MOT) mg/kg | %% SGSp #% = ;2 RSTS-EE-SVHC-007 » 2  #p & 47| 140 n.d. -
/EHRTE - FIEF R/ VBERERE TR,
/ SGS In-House method-RSTS-EE-SVHC-007
Qualitative by GC/MS. Quantitative by
GC/FPD.
SR A-HQ-v A A Efi)FE 2 mg/kg ¢ - 3 AF 2 HE2 AFRIREETFEEFTL. / - n. d. -
A-z(2-2 A AamA o B FE ¥/ Calculated from the result of DOT and MOT.
Reaction mass of 2-ethylhexyl 10-ethyl-4, 4-
dioctyl-7-oxo-8-oxa-3, b-dithia-4-
stannatetradecanoate and 2-ethylhexyl 10-
ethyl-4-[[2-[ (2-ethylhexyl)oxy ]-2-
oxoethyl]thio]-4-octyl-T-oxo-8-oxa-3, 5—
dithia-4-stannatetradecanoate (reaction
mass of DOTE and MOTE)
BEFZ TEC c Fp(Rafein) /1, 2- mg/kg |5+ IEC 62321-8 (2017) » 12 4 4p K 47/ 3% Rk 50 n.d. -
Benzenedicarboxylic acid, dihexyl ester, B, / With reference to IEC 62321-8 (2017).
branched and linear (CAS No.: 68515-50-4) Analysis was performed by GC/MS.
WEFZ TR (2-2 A H)fm / DEHP (Di- (2-| mg/kg | %% IEC 62321-8 (2017) » 1 5 4p K 47/ & Rk 50 n. d. 1000
ethylhexyl) phthalate) (CAS No.: 117-81-7) #. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
WF- " Ei- 7 g / DBP (Dibutyl phthalate) | mg/kg |%% IEC 62321-8 (2017) » 12 5 #p K 47/ & &R #k 50 n. d. 1000
(CAS No. : 84-74-2) #]. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
MF- PP ¥ Y A5 / BBP (Butyl Benzyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% &Rk 50 n. d. 1000
phthalate) (CAS No.: 85-68-7) #. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
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MF- P piz B~ Ay / DIBP (Di-isobutyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3 Rk 50 n. d. 1000
phthalate) (CAS No.: 84-69-5) #. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
MMF- P piz B3p / DINP (Di-isononyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 4p K 47/ 3% &Rk 50 n. d. -
phthalate) (CAS No.: 28553-12-0; 68515-48- B, / With reference to IEC 62321-8 (2017).
0) Analysis was performed by GC/MS.
MF- P iz B%p; / DIDP (Di-isodecyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% &Rk 50 n. d. -
phthalate) (CAS No.: 26761-40-0; 68515-49- B, / With reference to IEC 62321-8 (2017).
D Analysis was performed by GC/MS.
MMF- Pz Fp5 / DNOP (Di-n-octyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% Rk 50 n. d. -
phthalate) (CAS No.: 117-84-0) #. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
MMF- Pz e Ay / DNHP (Di-n-hexyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% &Rk 50 n. d. -
phthalate) (CAS No.: 84-75-3) #l. / VWith reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
WmE- v (C6-8L4h)=ipm > 5CT / DIHP | mg/kg |5+ IEC 62321-8 (2017) » 1 5 4p K 47/ 3 Rk 50 n. d. -
(1, 2-Benzenedicarboxylic acid, di-C6-8- #. / With reference to IEC 62321-8 (2017).
branched alkyl esters, C7-rich) (CAS No. : Analysis was performed by GC/MS.
71888-89-6)
ME- P (CT-114482 8 4a) =2 A / mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% &Rk 50 n. d. -
DHNUP (1, 2-Benzenedicarboxylic acid, di-C7- B, / With reference to IEC 62321-8 (2017).
11-branched and linear alkyl esters) (CAS Analysis was performed by GC/MS.
No. : 68515-42-4)
BMFE- 9B (2-7 § #ke X)fq / DMEP (Bis mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% &Rk 50 n. d. -
(2-methoxyethyl) phthalate) (CAS No.: 117- #. / With reference to IEC 62321-8 (2017).
82-8) Analysis was performed by GC/MS.
MF- P iz B Ay / DIPP (Di-iso-pentyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% &Rk 50 n. d. -
phthalate) (CAS No.: 605-50-5) #l. / Vith reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
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ME- PR (L4az 248N AR, /1, 2- mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3 Rk 50 n. d. -
Benzenedicarboxylic acid, dipentylester, B, / With reference to IEC 62321-8 (2017).
branched and linear (CAS No.: 84777-06-0) Analysis was performed by GC/MS.
#¥ = " Be- Afy / Di-n-pentyl phthalate mg/kg %% 1EC 62321-8 (2017) > 12 4 4p A& 45/ % Kk & 50 n.d. -
(CAS No. : 131-18-0) #]. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
MFEF- vl A8 AR / NPIPP (N-pentyl- mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% &Rk 50 n. d. -
isopentyl phtalate) (CAS No.: 776297-69-9) B, / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
BFEZ PR " Ay / DMP (Di-methyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% Rk 50 n. d. -
phthalate) (CAS No.: 131-11-3) #l. / Vith reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
MF- Pz ke Ay / DCHP (Di-cyclohexyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% &Rk 50 n. d. -
phthalate) (CAS No.: 84-61-7) #. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
BRF- 9 pe- Fpg / DPhP (Diphenyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 3% &Rk 50 n. d. -
phthalate) (CAS No.: 84-62-8) #. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
MF- " k= ¥7 2Apy / DBzP (Dibenzyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 4p K 47/ 3% Rk 50 n. d. -
phthalate) (CAS No.: 523-31-9) #l. / Vith reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
MF- P iz B2p5 / DIOP (Di-isooctyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% &Rk 50 n. d. -
phthalate) (CAS No.: 27554-26-3) #. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
MFZ P @c ffa / DPrP (Di-propyl mg/kg |5+ IEC 62321-8 (2017) > re 4 Ap Rk 47/ % & &k | 50 n. d. -
phthalate) (CAS No.: 131-16-8) #. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
BF- 9o I A5 / DNNP (Di-n-nonyl mg/kg |5+ IEC 62321-8 (2017) » 12 4 #p K 47/ 7 3% Rk 50 n. d. -
phthalate) (DNP) (CAS No.: 84-76-4) #. / With reference to IEC 62321-8 (2017).

Analysis was performed by GC/MS.
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¥ 9k 2 g / DEP (Di-ethyl phthalate)| mg/kg |%% IEC 62321-8 (2017) » »4 f 4p/k 47/ 73 ki 50 n. d. -
(CAS No. : 84-66-2) #]. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
M- 9 - "y / DMP (Di-methyl mg/kg | %% IEC 62321-8 (2017) > ™ § 4n & 47/ %+ k| 50 n. d. -
phthalate) (CAS No.: 131-11-3) #. / With reference to IEC 62321-8 (2017).
Analysis was performed by GC/MS.
3 vz 7 A4 / Bis(tributyltin)oxide mg/kg [¢ =27 AFRFEEEFE®2L. / Calculated 0.03 n. d. -
(TBTO) (CAS No. : 56-35-9) from the result of Tributyl Tin (TBT). (A)
%% (%) / Halogen-Chlorine (Cl) (CAS | mg/k ] 50 378 -
'-2 . 2253771571)g &/ke %+ BS EN 14582 (2016) » m &g+ %1*? R
- With reference to BS EN 14582 (2016).
) _ : _
#% (/%) / Halogen-Bromine (Br) (CAS | mg/kg Analysis was performed by IC. 50 57600
No. : 10097-32-2)
&% / Red phosphorus ¥k | iE-F AR & AT/ kA 47,/ Analysis - Negative -
was performed by Pyrolyzer-GC/MS.

# 3z (Note) :
1. mg/kg = ppm; 0. lwt% = 1000ppm
MDL = Method Detection Limit (= % i p4&*2iE )
n.d. = Not Detected (& i& )
"-" = Not Regulated (& *##&1E)
¥*¥= Qualitative analysis (No Unit) T4 #7(& H =)
Negative = Undetectable K& ( K %R 3]); Positive = Detectable F54£( = 1 B[F])

o o o
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T. R~ $rE&ER 0 <0.1%100% 0 F Rt R AR E gD 75 c@sai TPositivey » A P
FNegative,; °/ Testing range of asbestos qualitative analysis is from less than 0.1% to 100%. The judgment
criterion: asbestos fibers being found is shown as "Positive"; asbestos fibers not being found is shown as
"Negative"

8. (k2): ké&mpay: RN FRFER R ke PR HpEDRFL AL(FEMNCEREF ¥R %I Ref no.: INC 000000032519) /
Tetraboron disodium heptaoxide, hydrate: Only anhydrous form of disodium tetraborate is relevant and considered
according to ECHA explanation (Ref no.: INC 000000032519).

9. %%t 8 % / Parameter Conversion Table : http://twap. sgs. com/sgsrsts/chn/download-REACH_tw. asp
10. (A) : MDLE4¥~ & /pl3i- &4 2. :®=%. / The MDL was evaluated for element / tested substance.
% 5 o3¢ (Conversion Formula) : AX = A x F
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AX A F
7 % i* - @ / Diarsenic pentaoxide F / Arsenic 1.5339
=z % i* - / Diarsenic trioxide F / Arsenic 1.3203
F2Ez / Boric acid 72 / Boron 5. 7195
& -kw e - 4 / Disodium tetraborate, anhydrous 7/ Boron 4. 6531
T N -
;;;;zi§3f;i; ke F2ps - 40) / Disodium tetraborate, = / Boron 6. 7361
k& prpggh (ke p22 - 40 ) / Disodium tetraborate, decahydrate # / Boron 8. 8191
% v 4L / Beryllium oxide (BeO) 4 / Beryllium 2. 7753
5 i gF= 7 347 / Bis(tributyltin)oxide (TBTO) =7 447 / Tributyl Tin (TBT) 1.024
S A-E(2-v e fsifhe fifg )4 / 2-ethylhexyl 10-
ethyl-4, 4-dioctyl-T7T-oxo-8-oxa-3, b-dithia-4- = F A4 / Dioctyl Tin (DOT) 2.1781
stannatetradecanoate (DOTE)

11, (%2): #Fsdagyp hm/B I g Ri8E 7 ’]J??—*’}‘BAT"GF% &¥p#E 2. / The extracted soluble Boron / Arsenic are
detected by ICP-AES.

12 87 E-BAELGEH2nE s, FURTIRBZER, TAT 78T H
(Since beryllium copper is a metal alloy of copper and beryllium and the test result is n.d. for beryllium, we can
have conclusion that the beryllium copper is n.d..)

PFOS %% ¥ # (Reference Information) : 4% A £ 5 1# ;{L:F' POPs - (EU) 2019/1021
PFOSIE & &dr & S @ 3 ¥42:80. 001%(10ppm) » £ & 5~ & S & F 302 @ 2 742360, 1%(1000ppm) » {36 52 o K 2 2 7
AZiE lug/m? -
(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished products or
articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above lug/m?.)
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£ & Bin42 W / Analytical flow chart of Heavy Metal

P T AR R L G R R 2B E e (5 BRI B H)

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )
B P4 R w25/ Technician : Rita Chen
B pREEF A % ® [ Supervisor: Troy Chang

| 34~ % & 4% 5 / Cutting ~ Preparation |

v

| B4 &£ £ / Sample Measurement |

& Pb/4 Cd/* Hg * 4% Cr(VI)
y
T R RIT R R T R R ) v L
Acid digestion with microwave / hotplate | #-4 § / Non-metal | &% [ Metal
3 ABS/PC/PVC | 3 # 4 ¥/Others i
i / Filtration + + -k E3~ [ Boiling
L anml 4 150~160C water extraction
| Dissolving by i} i / Digesting +
* + ultrasonication at 150~160°C i EARS]
. - - ’ At Btk S
7 i% | Solution 2 ;% | Residue + + Cool. filter
+ % 60°C it T 4z ok k| digestate through
L o Fa Separating to get filter
1) d&% i [ Alkali fusion Digesting at 60°C aqueous phase
2) Rp&i% %/ HCl to dissolve by ultrasonication *
I | I X LT

l v Add diphenyl-

4 % pH / pH adjustment carbazide for color
£ B8 & T 443 % / ICP-OES 3 development

se %4 A B4 | Add diphenyl- +

carbazide for color development 1 UV- VIS s Bl

v &% % & 540 nm

- sz & [ Measure

12 UV-VIS » £ Bl# &% % & 540 nm the absorbance at

4 B [ Measure the absorbance 540 by UV-VIS
at 540 nm by UV-VIS nm oy
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Ryp 0T duifzRl 2 5 > & = 23 f% - [ These samples were dissolved totally by
pre-conditioning method according to below flow chart.

B A B M2 /Technician: RitaChen
B Pl F A kg ® [ Supervisor: Troy Chang

7% 12 ICP-OES 4 45 e v ix 420
(Flow Chart of digestion for the elements analysis performed by ICP-OES)

| T4 -« @ % 4 & / Cutting ~ Preparation |
v
| #l#Ftk 5 £ 8 / Sample Measurement |
¥
YpF RS B A 2 f hBkie 7)1 (40T 4 #77 ) [ Acid digestion by
suitable acid depended on different sample material (as below table)

v
— & | Filtration -
[ /Soluon | | Ak /Residue |
| v
1)’ fei# [ Alkali Fusion
| + 2) #psi3 & [ HCI to dissolve

BRI E T 5 4k %k /ICP-OES |

4 4 ,45,%% 47 | Steel, copper, aluminum, solder 2ok ARG E AR K
Aqua regia, HNOs, HCI, HF, H202

#.33 / Glass AL, & 4 f& / HNOs/HF

£ 44,45 14 3 1 Gold, platinum, palladium, ceramic 1 -k /Aquaregia

4 / Silver A e [ HNOs

5 % | Plastic Fope, B F kA, @A | HaSOs, HoO2, HNOs, HCI

H @ |/ Others deon i § iR 3 % 203 12 / Added appropriate
reagent to total digestion
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& 1428 /Analytical flow chart

B R4 R a7 F [ Technician: Yaling Tu
B RlIEE F 4 5EF® [ Supervisor: Troy Chang

[% 58 ° f(DMFU) > & 4% -+ - % (HBCDD) ~ ¢ = gi@: 2 # gy 28 (Ethylene glycol ether) ~ BNST]

&% &2 | Sample pretreatment

!

# & % B~ Sample extraction /
4z 4 # 3 B2 Ultrasonic method

Foit kAR
Concentrate/Dilute Extracted solution

'
Pk [ Filter
'

TEAR K ATIE R A AT ]
Analysis was performed by GC/MS

!

#dy / Data
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#1% 4 17928 / Analytical flow chart - Halogen

B Pzt B m 22 /Technician: Rita Chen
B PR f A skgc® [ Supervisor: Troy Chang

# T IR e
Sample pretreatment/separation

v

FE 2 R R S/
Weighting and putting sample in cell

e FLES
Oxygen Bomb Combustion / Absorption

v

i SRS T

Dilution to fixed volume

B K47 EA T
Analysis was performed by IC
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+ %A A w4 F /Analytical flow chart - Phthalate

B R4 R pTe ¥ /Technician: Yaling Tu
B PR f 4 ¢ skgc® [ Supervisor nt: Troy Chang

[irl#+ j# /Test method: IEC 62321-8]

# o R A
Sample pretreatment/separation

'

#E THRE & & rden 3 f2 53 /
Sample dissolved/extracted by THF

!

FEnaE

Dilute Extracted solution
FARRAT T " AT [
Analysis was performed by GC/MS

!

¥y / Data
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kg4 #1742 [ Analytical flow chart - Red phosphorus

B P4 R a7 F [ Technician: Yaling Tu
BRI F A ¢ %E® [ Supervisor: Troy Chang

Sample pretreatment

!

iR BARRY RS
Take sample and put it into sample cup

!

"R A A7 R A 4
Analysis was performed by py-GC/MS

'

#¥% / DATA
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EHFRG B EF LI ER /
Analytical flow chart - volatile organic compounds (VOCs)
o F
- 2y

#4A R 1 X fﬁ%’. / Technician : Chun Wu
@ F 4 @ mATHA [ Supervisor : Shinjyh Chen

[ %% = ;2 (Reference method) : US EPA 5021, 5021A]

# 5 i 2 | Sample pretreatment

!

iR R IS HE
Take sample and put it into headspace glassware and seal.

!

e BRI R
Bake the sample in the oven

!

AHCF W F AP AT R A
Emitted gas was performed by GC/MS

!

#dy / Data
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- WETL ¥4 W / Analysis flow chart for determination of Asbestos
B P4 E 24 #% /Technician: David Lee
B R4 f 4 %40 [ Supervisor: Rachel Yang
[ 4% = i# (Reference method): EPA 600/R-93/116]

| P4 / Sampling |

v

| /1% % %75 [ Transportation and Storage |

v

| A5tk el # [ Preparation of primary analytical sample |

v

| = R &g peds e / Examination by stereomicroscope (SM) |

v

A HTd d 5N ik kBB 7 3 #0% [ Asbestos identification by dispersion staining
polarized light microscope (DS-PLM)

v

ok BE BT F R P & AL AR LR o %04 18 &% / Continue when problems
are encountered with DS-PLM and/or for quality assurance purposes

v

%+ # A F [ Interference matrix removal
I

v v

AR SRR RME T W/ X % Spit k3 7 W/
Asbestos identification by dispersion Asbestos identification by X-ray
staining polarized light microscope diffraction spectrometer
T 7 7 T
77 Fa e | Asbestos fiber is * 7 F495 % | Asbestos fiber is
present absent
%% %4 [ Containing Asbestos/ % &3 %4 [/ Notcontaining
5 1+ | Positive Asbestos/
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# 50 &2 | Sample pretreatment

v

RARFPZEFE
Sample extraction by Ultrasonic extraction

v
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Concentrate/Dilute Extracted solution

v

MR R AT TR A TR
Analysis was performed by LC/MS

v
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B P4 B M2 /Technician: Rita Chen
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B4 [/ Sampling
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Sample pretreated by acid digestion and solvent extraction

l
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Analysis was performed by ICP-OES
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B PR f A 5kf® [ Supervisor: Troy Chang

& i g2/ Sample pre-treatment

'

Y& d 2 ¥ [ Flame test

'

i *b Sk o 47 [ Sample analyzed by FTIR

!

FEinC-Cligit #ic /
Check wave-number of C-Cl bonding

)
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B pIEf A %Ef® [ Supervisor: Troy Chang

# 5% i 2/ Sample pretreatment

v

T W AEE
Sample extraction by organic solvent

o AR g A ]
Derived by Sodium tetraethylborate

v

kSR
Concentrate/Dilute Extracted solution

v

F AR R AT/ N Gk R A4 ]
Analysis was performed by GC/FPD

v
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& 7w 428 /Analytical flow chart
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BIFEE F A ¢ RECE [ Supervisor: Troy Chang

[5#%=8%(PCTs)~ 5% 2(PCNs)~ % & #¥(PCBs)~ # it ##(SCCP)]

# &0 &2 | Sample pretreatment

|

# & % B~ Sample extraction /
4z 4 # 3 B2 Ultrasonic method

Foit kAR
Concentrate/Dilute Extracted solution

!
PR [ Filter
}

TEARKATIE R A AT ]
Analysis was performed by GC/MS

!
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5B F/ S L FEA $7 542 / Analytical flow chart - PBB/PBDE

B P4 R 2% [ Technician: Yaling Tu
B REf F A Rfx® [ Supervisor: Troy Chang
4 = BI3#A2A | First testing process — ——»

E# M EGHKAA [ Optional screen process smsmmmn:
FE3u42 A [ Confirmation process — - — -p

| Sample / # % |
v
| Sample pretreatment / # & A&JZ |

Screen analysis / 4= & » 47 H
L]

v
Sample extraction # & % B/
Soxhlet method % ;% % B2

1
v

Concentrate/Dilute Extracted solution
FErk ﬁ‘ﬁ/ﬁr%&
v
| Filter | 5% %7k |

1
v

| Analysis by GC/IMS | # 4p & 47 73 &~ 45 |

1
v
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(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2k (End of Report) **
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